Міністерство освіти і науки України

НАЦІОНАЛЬНА МЕТАЛУРГІЙНА АКАДЕМІЯ УКРАЇНИ

КАФЕДРА ПЕРЕКЛАДУ ТА ІНОЗЕМНИХ МОВ
---------------------------------------------------------------------------------------------------------------------------------------------------------------------                                                                   

КРИТЕРІЇ ОЦІНОК

	Кількість балів

	0..34
	35…59
	60…63
	64…68
	69…73
	74…79
	80…85
	86…89
	90…93
	94…97
	98…100

	Оцінка

	2
	3
	4
	5
	6
	7
	8
	9
	10
	11
	12

	Незадовільно
	Задовільно
	Добре
	Відмінно


Варіант 1

Модуль 2
1. Підберіть українські еквіваленти до англійських термінів. 
	1. crude

2. valuable constituent

3. a promise of possible profit

4. is ordinary called valuable mineral or often just mineral

5. gangue
	a) звичайно називається мінералом або корисним мінералом;

b) пуста порода;

c) корисний складник;

d) сировина;

e) потенційний прибуток.


2. Доберіть до терміна антонім:

         tailing
a) rock; b) concentrate; c) crude.

3. Виберіть правильне значення для термінів:
        «пульпа»

а) м'яка сполучна тканина, пронизана нервовими закінченнями, лімфатичними й кровоносними судинами, що заповнює порожнину зуба; 
б) суміш твердих частинок з рідиною (вода й ґрунт, вода й корисні копалини).
4. Доберіть синоніми до термінів
	      a) beneficiation;  

      b) gangue;
      c) metallurgical extraction;
	1. smelting;

2. rock, stones;

3. enrichment; 


5. З’єднайте назви елементів з їх хімічними та формулами

	1. Au
2. Ag
3. Pt
	а)  platinum; 

b) silver;
c) gold;


6. Доповніть речення.
Metals occur in ores either in _____________ (e.g. Au, Ag, Pt, Cu) or as ____________ (CuS, Fe2O3, PbCO3), etc. But no matter what chemical form, the metal or mineral is invariably associated with more or less - usually more -  __________________. The form, in which the metal is required by the primary customers, is a relatively pure substance.
7.  Перекладіть речення українською мовою.
	If the metallurgical processes is one in which separation is effected in melt, the process is called smelting; if the separation is effected by differential or selective solution, the process is leaching or lixiviation.
	       


8. Перекладіть речення українською мовою.
	Iron oxides occur in large and comparatively pure deposits; the other metals and compounds from which metals are delivered are scattered through large volumes of rock, such as limestone or quartz.
	


9. Перекладіть текст

Digging ore from the earth is only half the battle. The processing of the ore is often just challenging and expensive.
Ore minerals are generally found within and among grains of other minerals of ore or relatively gangue minerals which are worthless. This fact makes the processing of some ores more complicated than others.

For example, to the metallurgical engineer, a complex sulphide ore containing microscopic particles of sphalerite within galena or other sulphides presents a special challenge, in other words, to design a process that will liberate these different constituents from each other as economically and cleanly as possible so that each may be recovered.

Steps for Ore Separating Line

Ore processing consists of the following stages:

1. Crushing and grinding of the ore;

2. Addition of process water to form a slurry;

3. Addition of lime to the ore, and cyanide solution to the slurry, to leach the gold and silver into solution;

4. Addition of carbon to adsorb dissolved metals;

5. Stripping the metals from the carbon by acid washing and circulation of a caustic cyanide solution;

6. Precipitation in case of gold and silver;

7. Smelting of metal products;

8. Pumping of the barren slurry (tailings) to the tailings storage facility.
10. Перекладіть текст


      Many economically valuable ores must be processed after raw mining. These include: titanium dioxide used as a white pigment in paint or as a strategic metal (Ti), polycrystalline silicon in ultrahigh purity form used in semiconductors, zirconium dioxide for nuclear fuel rod, as well as many other applications. The processing of such ores encompasses a wide range of gas-solids and liquid-solids flow processes.
Завдання первинного рідня складності: завдання 1-5 – по 8 балів

Завдання середнього рівня складності: завдання 6-8 – по 10 балів

Завдання високого рівня складності: завдання 9-10 – по 15 балів
     Укладач

Викладачка каф. перекладу





О. С. Миргородська

Зав. кафедри перекладу, доц.





В.В. Прутчикова

Затверджено на засіданні кафедри
 перекладу та іноземних мов
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Варіант 2

Модуль 2
1. Підберіть українські еквіваленти до англійських термінів.
	1. sale product
2. concentration
3. ore-dressing
4. concentrate

5. tailing
	a) власне збагачення;

b) хвости;

c) концентрат;

d) комерційний продукт;

e) збагачення.


2. Доберіть до терміна антонім:
commercial product 

a) rock; b) concentrate; c) crude.
3. Виберіть правильне значення для термінів:
      «збагачення»
а) додавання цінного елементу до руди;

б) збільшення долі корисного складнику шляхом  видалення пустої породи, піску, глини.

4. Доберіть синоніми до термінів
	a) leaching;

b) metallurgical extraction;

c) gangue.
	1. lixiviation;
2. stone, rock;

3. smelting.


5. З’єднайте назви елементів з їх хімічними та формулами

	1. Pt 
2. Ag

3. Cu
	b) silver;

c) platinum;

d) copper


6. Доповніть речення.
In such cases the sale product is usually the result of concentration by the method of ________________ followed by further concentration by the chemical methods of metallurgy.  The valuable product of ore-dressing is called __________, the discarded waste material is _______________.
7.  Перекладіть речення українською мовою
	Flotation is a method of concentrating solid minerals in a relatively finely divided state.
	


8. Перекладіть речення українською мовою.
	Iron oxides occur in large and comparatively pure deposits; the other metals and compounds from which metals are delivered are scattered through large volumes of rock, such as limestone or quartz.
	


9. Перекладіть текст

Metals share many characteristics, but they don’t all have the same reactivity. Some metals don’t react at all with other metals, and because of this they can be found in a pure form (examples are gold and platinum). Because copper is relatively inexpensive and has a low reactivity, it’s useful for making pipes and wiring. Other metals are highly reactive and combine easily with other elements, such as oxygen. These metals are never found in a pure form, and are difficult to separate from the minerals they are found in. Potassium and sodium are the most reactive metals. They react violently with air and water; potassium will ignite on contact with water.

The properties of the different metals can be combined by mixing two or more of them together. The resulting substance is called an alloy. Some of our most useful building materials are actually alloys. Steel, for example, is a mixture of iron and small amounts of carbon and other elements; a combination that is both strong and easy to use. Add chromium and you get stainless steel.

Gold, as a pure metal, is so soft that it is always mixed with another metal (usually silver, copper, or zinc) when it’s made into jewelry. The purity of gold is measured in karats. The purest you can get in jewelry is 24 karat, which is about 99.7% pure gold. Gold can also be mixed with other metals to change its color; white gold, which is popular for jewelry, is an alloy of gold and platinum or palladium.
Ore Beneficiation Technology

Digging ore from the earth is only half the battle. The processing of the ore is often just challenging and expensive.
Ore minerals are generally found within and among grains of other minerals of ore or relatively gangue minerals which are worthless. This fact makes the processing of some ores more complicated than others.

For example, to the metallurgical engineer, a complex sulphide ore containing microscopic particles of sphalerite within galena or other sulphides presents a special challenge, in other words, to design a process that will liberate these different constituents from each other as economically and cleanly as possible so that each may be recovered.

Steps for Ore Separating Line

Ore processing consists of the following stages:

1. Crushing and grinding of the ore;

2. Addition of process water to form a slurry;

3. Addition of lime to the ore, and cyanide solution to the slurry, to leach the gold and silver into solution;

4. Addition of carbon to adsorb dissolved metals;

5. Stripping the metals from the carbon by acid washing and circulation of a caustic cyanide solution;

6. Precipitation in case of gold and silver;

7. Smelting of metal products;

8. Pumping of the barren slurry (tailings) to the tailings storage facility.
10. Перекладіть текст

           Many economically valuable ores must be processed after raw mining. These include: titanium dioxide used as a white pigment in paint or as a strategic metal (Ti), polycrystalline silicon in ultrahigh purity form used in semiconductors, zirconium dioxide for nuclear fuel rod, as well as many other applications. The processing of such ores encompasses a wide range of gas-solids and liquid-solids flow processes.
Завдання первинного рідня складності: завдання 1-5 – по 8 балів

Завдання середнього рівня складності: завдання 6-8 – по 10 балів

Завдання високого рівня складності: завдання 9-10 – по 15 балів
     Укладач

Викладачка каф. перекладу





О. С. Миргородська

Зав. кафедри перекладу, доц.





В.В. Прутчикова

Затверджено на засіданні кафедри
 перекладу та іноземних мов
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	Кількість балів

	0..34
	35…59
	60…63
	64…68
	69…73
	74…79
	80…85
	86…89
	90…93
	94…97
	98…100

	Оцінка

	2
	3
	4
	5
	6
	7
	8
	9
	10
	11
	12

	Незадовільно
	Задовільно
	Добре
	Відмінно


Варіант 3

Модуль 2
1. Підберіть українські еквіваленти до англійських термінів. 
	1. selective solution

2. metallurgical extraction 

3. non-ferrous metals 

4. flotation

5. froth flotation
	g)  флотація; 

h) пінна флотація;
k) кольорові метали;

m) селективне розчинення;

s) витоплювання;




2. Доберіть до терміна антонім:
tailing 
a) rock; b) concentrate; c) crude.
3. Виберіть правильне значення для термінів:
«збагачення»
а) додавання цінного елементу до руди;

б) збільшення долі корисного складнику шляхом  видалення пустої породи, піску, глини.

4. Доберіть синоніми до термінів
	a) crude;
b) leaching;

c) metallurgical extraction;
	a) lixiviation;
b) smelting;

c) raw material.


5. З’єднайте назви елементів з їх хімічними та формулами

	1. Au
3. Pt
4. Cu
	а)  platinum; 
c) gold;

d) copper


6. Доповніть речення.

          The valuable constituent of an ore is ordinary called ______________ or often just mineral: the associate worthless material is called _____________. In some ores the mineral is the chemical state in which it is desired by primary consumer, e. g. graphite, sulphur, asbestos, talc, garnet; in fact this is true of the majority of _______________ minerals.
7.  Перекладіть речення українською мовою  
	Flotation is a method of concentrating solid minerals in a relatively finely divided state.
	


8. Перекладіть речення українською мовою.
	But no matter what chemical form, the metal or mineral is invariably associated with more or less – usually more – barren rock.
	


9. Перекладіть текст.

Ore Beneficiation Technology

Digging ore from the earth is only half the battle. The processing of the ore is often just challenging and expensive.
Ore minerals are generally found within and among grains of other minerals of ore or relatively gangue minerals which are worthless. This fact makes the processing of some ores more complicated than others.

For example, to the metallurgical engineer, a complex sulphide ore containing microscopic particles of sphalerite within galena or other sulphides presents a special challenge, in other words, to design a process that will liberate these different constituents from each other as economically and cleanly as possible so that each may be recovered.

Steps for Ore Separating Line

Ore processing consists of the following stages:

1. Crushing and grinding of the ore;

2. Addition of process water to form a slurry;

3. Addition of lime to the ore, and cyanide solution to the slurry, to leach the gold and silver into solution;

4. Addition of carbon to adsorb dissolved metals;

5. Stripping the metals from the carbon by acid washing and circulation of a caustic cyanide solution;

6. Precipitation in case of gold and silver;

7. Smelting of metal products;

8. Pumping of the barren slurry (tailings) to the tailings storage facility.
10. Перекладіть текст.

     Many economically valuable ores must be processed after raw mining. These include: titanium dioxide used as a white pigment in paint or as a strategic metal (Ti), polycrystalline silicon in ultrahigh purity form used in semiconductors, zirconium dioxide for nuclear fuel rod, as well as many other applications. The processing of such ores encompasses a wide range of gas-solids and liquid-solids flow processes.
Завдання первинного рідня складності: завдання 1-5 – по 8 балів

Завдання середнього рівня складності: завдання 6-8 – по 10 балів

Завдання високого рівня складності: завдання 9-10 – по 15 балів
     Укладач

Викладачка каф. перекладу





О. С. Миргородська

Зав. кафедри перекладу, доц.





В.В. Прутчикова

Затверджено на засіданні кафедри
 перекладу та іноземних мов
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Варіант 4

Модуль 2
1. Підберіть українські еквіваленти до англійських термінів. 
	1. froth flotation

2. 35 or 48-m
3. pulp consistency

4. collector reagent

5. frothing agent
	a) 35 и 48 меш (меш = № сита);

b) консистенція пульпи; 

c) пінна флотація;

d) збиральний аґент;

e) аґент спінування;




2. Доберіть до терміна антонім:
       gangue –

                 a) rock; b) concentrate; c) crude.
3. Виберіть правильне значення для термінів:
       «пульпа»
                  а) м'яка сполучна тканина, пронизана нервовими закінченнями, лімфатичними й кровоносними судинами, що заповнює порожнину зуба; 
                  б) суміш твердих частинок з рідиною (вода й ґрунт, вода й корисні копалини).
4. Доберіть синоніми до термінів
	a) beneficiation;

b) leaching;

c) metallurgical extraction;
	1. smelting;

2. lixiviation;

3. enrichment.


5. З’єднайте назви елементів з їх хімічними та формулами

	1. Au
2. Ag
3. Cu
	а)  copper; 

b) gold;

c) silver.


8. Доповніть речення.


            A crude is any mixture of minerals in the form in which it occurs as a part of the earth’s __________. An ore is a solid crude containing _________________ in such amounts as to constitute a promise of possible profit in extraction, _____________ and sale.
6.  Перекладіть речення українською мовою.
	If the metallurgical processes is one in which separation is effected in melt, the process is called smelting; if the separation is effected by differential or selective solution, the process is leaching or lixiviation.
	       


7. Перекладіть речення українською мовою.
	Iron oxides occur in large and comparatively pure deposits; the other metals and compounds from which metals are delivered are scattered through large volumes of rock, such as limestone or quartz.
	


9. Перекладіть текст
Ore Beneficiation Technology

Digging ore from the earth is only half the battle. The processing of the ore is often just challenging and expensive.
Ore minerals are generally found within and among grains of other minerals of ore or relatively gangue minerals which are worthless. This fact makes the processing of some ores more complicated than others.

For example, to the metallurgical engineer, a complex sulphide ore containing microscopic particles of sphalerite within galena or other sulphides presents a special challenge, in other words, to design a process that will liberate these different constituents from each other as economically and cleanly as possible so that each may be recovered.

Steps for Ore Separating Line

Ore processing consists of the following stages:

1. Crushing and grinding of the ore;

2. Addition of process water to form a slurry;

3. Addition of lime to the ore, and cyanide solution to the slurry, to leach the gold and silver into solution;

4. Addition of carbon to adsorb dissolved metals;

5. Stripping the metals from the carbon by acid washing and circulation of a caustic cyanide solution;

6. Precipitation in case of gold and silver;

7. Smelting of metal products;

8. Pumping of the barren slurry (tailings) to the tailings storage facility.
10. Перекладіть текст
In essential outline the ordinary simple froth-flotation operation comprises the following steps: 1) Grinding the ore in water to a maximum size of 35 or 48-m. 2) Dilution to a pulp consistency of 15 to 35 per cent solids; 3) Addition to the pulp small quantities of one or more various inorganic conditioning agents, which have a number of functions; 4) …. . 
Завдання первинного рідня складності: завдання 1-5 – по 8 балів

Завдання середнього рівня складності: завдання 6-8 – по 10 балів

Завдання високого рівня складності: завдання 9-10 – по 15 балів
     Укладач

Викладачка каф. перекладу





О. С. Миргородська

Зав. кафедри перекладу, доц.





В.В. Прутчикова

Затверджено на засіданні кафедри
 перекладу та іноземних мов




Протокол № 
11

від «
25
»
05
2018 р.
Міністерство освіти і науки України

НАЦІОНАЛЬНА МЕТАЛУРГІЙНА АКАДЕМІЯ УКРАЇНИ

КАФЕДРА ПЕРЕКЛАДУ ТА ІНОЗЕМНИХ МОВ
---------------------------------------------------------------------------------------------------------------------------------------------------------------------                                                                   

КРИТЕРІЇ ОЦІНОК

	Кількість балів

	0..34
	35…59
	60…63
	64…68
	69…73
	74…79
	80…85
	86…89
	90…93
	94…97
	98…100

	Оцінка

	2
	3
	4
	5
	6
	7
	8
	9
	10
	11
	12

	Незадовільно
	Задовільно
	Добре
	Відмінно


Варіант 4
Модуль: 1
1. Виберіть відповідь на питання, враховуючи комбінаторні властивості термінів.
       What kinds of compounds do non-metals form?

	a) Non-metals react with acids and form salts.
b) Non-metals do not form salts but acidic oxides.
c) Non-metals form basic oxides.


2. Виберіть правильну форму слова
         Zenith is one of а)___________ manufacturer in b)________ equipment, ore 

c)  _______ plant, crushing and grinding industry in China.

b) big,  bigger, the biggest;

c) processing, processed;

d) beneficiated , beneficiation;

3. Підкресліть терміни, які мають антоніми
        a) metal;  b) salt; c) oxide; d) acid 
4.Підберіть антоніми  
	a) brittle 

b) solid


	1. soft; 2. ductile; 3. malleable; 4. liquid;
5. heat-resistant; 6. dull; 7. hard; 8. elastic;


5. Який з термінів є зайвим у цій терміногрупі?
        a) oxide; b) compound; c) acid; d) crushing; e) sulphide.
6. Перекладіть терміни
        a) mechanical properties; b) substance; c) ductility; d) hardness.
7. Додайте три терміни, формуючи терміногрупу
        liquids at room temperature, ……, ……, …..

	a) poor conductors of electricity; b) dissolved by acids; c) form salts; d) have low melting points; e) malleable. 


8. Складіть питальні речення з цими терміном, враховуючи їх комбінаторні властивості та особливості граматики англійського питального речення   
        a) exhibit properties;
        b) to react with.
9. Перекладіть текст, опрацьовуючи розмовні елементи англійського тексту належним чином. 

Metals share many characteristics, but they don’t all have the same reactivity. Some metals don’t react at all with other metals, and because of this they can be found in a pure form (examples are gold and platinum). Because copper is relatively inexpensive and has a low reactivity, it’s useful for making pipes and wiring. Other metals are highly reactive and combine easily with other elements, such as oxygen. These metals are never found in a pure form, and are difficult to separate from the minerals they are found in. Potassium and sodium are the most reactive metals. They react violently with air and water; potassium will ignite on contact with water.
The properties of the different metals can be combined by mixing two or more of them together. The resulting substance is called an alloy. Some of our most useful building materials are actually alloys. Steel, for example, is a mixture of iron and small amounts of carbon and other elements; a combination that is both strong and easy to use. Add chromium and you get stainless steel.
Gold, as a pure metal, is so soft that it is always mixed with another metal (usually silver, copper, or zinc) when it’s made into jewelry. The purity of gold is measured in karats. The purest you can get in jewelry is 24 karat, which is about 99.7% pure gold. Gold can also be mixed with other metals to change its color; white gold, which is popular for jewelry, is an alloy of gold and platinum or palladium.
10. Перекладіть текст, опрацьовуючи розмовні елементи англійського тексту належним чином  

Corrosion is the deterioration of a metal as a result of chemical reactions between it and the surrounding environment. Both the type of metal and the environmental conditions, particularly gasses that are in contact with the metal, determine the form and rate of deterioration.
There are many different reasons for metal corrosion. Some can be avoided by adding alloys to a pure metal. Others can be prevented by a careful combination of metals or management of the metal's environment. Some of the most common types of corrosion are described below.

General Attack Corrosion: This very common form of corrosion attacks the entire surface of a metal structure. It is caused by chemical or electrochemical reactions. While general attack corrosion can cause a metal to fail, it is also a known and predictable issue. As a result, it is possible to plan for and manage general attack corrosion.

Localized Corrosion: This corrosion attacks only portions of a metal structure.

Завдання первинного рідня складності: завдання 1-5 – по 8 балів

Завдання середнього рівня складності: завдання 6-8 – по 10 балів

Завдання високого рівня складності: завдання 9-10 – по 15 балів
     Укладач
Викладачка каф. перекладу





О. С. Миргородська
Зав. кафедри перекладу, доц.





В.В. Прутчикова

Затверджено на засіданні кафедри
 перекладу та іноземних мов
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